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If the Mars ‘01 mission had not  been aborted, there 
would  be the prospect of returning the first microscope 
images of surface materials in  about a year from now. 
The experiment already fully fabricated for this  mi- 
croscopy  task  was  the Mars Environmental Compati- 
bility  Assessment (MECA) which  combined optical 
and atomic force microscopy, wet chemistry, elec- 
trometry, and  various other analytical capabilities. 
Here we illustrate the type of data that  might  be  re- 
turned in the future should  another flight opportunity 
arise. To demonstrate scientific and  technical  merits  of 
microscopy on Mars, we analyzed a possible Martian 
analog --a  red dune sand from central Australia (from 
near  Mt. Olga). Material  herein is a rudimentary be- 
ginning to developing a database for future images 
returned  from Mars. 

In companion abstracts [l], other instrument con- 
cepts are described that we believe should also be con- 
sidered for in situ deployment on Mars; LEAP mo- 
lecular analysis, interferometry, and EDAX. These 
instruments have yet to be miniaturized  for flight; 
work is currently underway to achieve this. Their ana- 
lytical capabilities complement the type of data from 
MECA. The same aeolian sand analog is analyzed by 
some of these instruments for comparison with data 
presented  in  this abstract. 

Here, and  in [l], we also attempt to understand the 
microhano-scale origin of the  red coating on the sand, 
and the process by  which the coating becomes ubiqui- 
tous on grain surfaces. Mars has a pervasive brownish- 
yellow coloring, and it is important to know  if this sur- 
face “staining” reflects predominance of a mineral  of 
this particular color, or if coloration is the result of 
surface coatings on grains. Materials in arid areas are 
prone to coatings and layers such as desert varnish, 
caliche, and the mineral staining on aeolian sand. 

Figure 1 shows the aeolian grains in one of the 
“microbeakers” (3-mm diameter cavities) on  the 
MECA  microscope stage. At this scale, it  is possible to 
determine that grains are predominantly subangular to 
subrounded  with  patches  of  red staining on  the sur- 
faces. Transparency of the grains is also apparent. AI- 
though  we  know a priori that  this  is dune sand, it  is  not 
possible at this magnification to differentiate between 
aeolian  and  water transport. But it is possible to deter- 
mine  that transport modification is  very  immature 
compared to the degree of rounding achievable in fluid 
transport environments. 

To calibrate these observations, higher optical 
magnifications were employed (higher than available 
to MECA). They showed the predominant grain  min- 
eral to be quartz, and  that grain surfaces have a quali- 
tatively assessed coverage of 10-50% of a red  coating 
mainly residing in surface concavities. 

We note that  this limited surface coverage gives in- 
dividual grains only moderate coloration. Yet,  the 
sample in  bulk appears very deep red as if to suggest a 
much  higher concentration of the coating material. 
Thus, color can be deceptive for assessing sample 
composition; several layers of transparent grains 
transmit color to the sample’s surface, generating a 
color intensity artifact. 

Figure I :  Optical  image of red  aeolian  sand on MECA mi- 
croscope stage. Width of view -1500 microns. 

The MECA microscope system also incorporates an 
atomic force microscope (AFM) for sample imaging. 
This instrument is mounted to the optical microscope 
for targeting purposes, and consists of a rastering sty- 
lus that senses the surface topography by operating in a 
tapping  mode.  Vertical position of the stylus (topog- 
raphic information) is sensed by the piezoelectric can- 
tilever  arm  on  which the stylus is  mounted.  Nanoscale 
resolution is possible with this instrument. Its function 
for MECA  is to quantitatively characterize the size and 
shape of dust grain populations, and to image the  sur- 
face texture of larger grains. It is also intended for 
measuring scratches and mineral streaks produced by 
the microscope’s scratch plate. Some of the AFM sty- 
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